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Cr203 S102 FeO Al203 MgO
ltems
46.04% 0.89% 26.2% 155 % 9.8%
Other for reference:
CaOo 0.30 %
P 0.003 %
S 0.003 %
Cr/Fe 1.6:1
LOI <0.5%
Water <0.2%
Dust <0.5%

PSD (Particle Size Distribution)

mesh +30mesh +40mesh +50mesh +70mesh -70mesh AFS

%0 6.6% 17.6% 37.6% 33.8% 4.4% 41.62

o Wtﬁ“ﬂﬂ*ﬁ%@f"%&ﬂ‘ﬁ WA

SORUEMARSICHENG ABRASIVES TECH C0. LTD




